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1.1 MIL
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15120101 
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Cumulative 
Gas Volume 
(mL)
Percent CO2 
(%)
Volume CO2 
(mL)
Mass CO2 (g)
Sample Mass  
(g)
Theoretical 
Sample Mass  
(g)
Biodegraded 
Mass (g)
Percent 
Biodegraded 
(%)

15.6615.6615.66 14.4814.4814.48 96.7796.7796.77 168.32168.32168.32 148.09

81.2381.2381.23 82.6082.6082.60 82.1882.1882.18 88.1588.1588.15 85.26

12.7212.7212.72 11.9611.9611.96 79.5379.5379.53 148.37148.37148.37 126.27
0.0250.0250.025 0.0230.0230.023 0.1560.1560.156 0.2910.2910.291 0.248

1,000.01,000.01,000.0 0.10.10.1 0.10.10.1 0.100.100.10 0.10

0.000.000.00 0.090.090.09 0.040.040.04 0.070.070.07 0.07

0.0070.0070.007 0.0060.0060.006 0.0430.0430.043 0.0790.0790.079 0.068

-0.48-0.48-0.48 84.8184.8184.81 96.9396.9396.93 88.70
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NEG POS 1339C - MBR 15120101 1.1 MIL
1340C - MBR 15121703 1.0 MIL
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